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Lycurgus cup

Lycurgus cup in ancient Rome



Extraordinary Optical Transmission Through a Small Hole Array

T. W. Ebbessen et al, Nature (1998)
Size of each hole: 150 nm, metal thickness: 300 nm.

Classical Bethe theory for diffraction by a small hole
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